March 1, 2003
NON-VAPOR BARRIER TYPE BONDING AGENTS

Specification Reference: 310.02 & 310.06

Test results indicate that the following materials are acceptable for use as a non-
vapor barrier type bonding agent, with an extended contact time. The use of these
materials is subject to manufacturer’s recommendation and Standard Specification
requirements for cement concrete pavement patching.

Mat. Source Manufacturer Approval
Code Code Product Name Number Comments

1096 9514 SIKA CORPORATION
ARMATEC 110---——==—— == ——mm oo W028001



